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Abstract. Microstructural and magnetic properties of 14N+ irradiated Co/Pd multilayers, deposited on
ultra-ﬂat large (2.5 in) glass substrates by a special hard disk industrial manufacturing system, are dis-
cussed. Upon irradiation with 14N+ ions at diﬀerent energies (20–30 keV) and doses (1014–1015 ions/cm2),
both the coercive and nucleation ﬁelds were found to change with respect to as deposited multilayer.
Results indicate that the irradiation process leads to a lowering of the magnetic anisotropy due to the
induced disorder and degradation of the interface quality: for an energy of 30 keV, at an irradiation level
of 1015 ions/cm2, Hc reduces from Hc ≈ 5.4 kOe for the as deposited multilayer down to 300 Oe, being the
easy axis still perpendicular to the multilayer plane; at the highest dose (1016 ions/cm2), the coercivity
vanishes and the perpendicular anisotropy is suppressed.
PACS. 75.50.Ss Magnetic recording materials – 75.70.Cn Magnetic properties of interfaces (multilayers,
superlattices, heterostructures) – 75.60.Jk Magnetization reversal mechanisms
1 Introduction
Ion irradiation has the potential to tailor the magnetic
properties of ultrathin magnetic ﬁlms and multilayers (e.g.
magnetic anisotropy, exchange coupling) of materials sys-
tems relevant for technological applications [1], e.g. mag-
netorecording media.
In multilayers the tailoring of magnetic properties by
ion irradiation involves changes in the microstructural
properties, interface sharpness, chemical composition of
the ﬁlms and degree of intermixing and of chemical al-
loying at the interface. A prerequisite for the tuning of
magnetic properties is the use of low energy light ions,
which can induce short range atomic displacements.
Co/Pd and Co/Pt multilayers with small Co thick-
ness (i.e. 8 A˚) [2] are known to exhibit a perpendicu-
lar anisotropy, induced by strong interface eﬀects [3] able
to overcome the macroscopic shape anisotropy. This, to-
gether with high coercivity and high remanent square-
ness [4,5], makes such superlattices promising candidates
for ultrahigh-density perpendicular magnetorecording me-
dia [6]. It has been demonstrated that the use of controlled
intermixing by low energy (30 keV) He+ [7–9] irradiation
in Co/Pt ultrathin layers provides a control of the mag-
netic properties. Indeed, in Pt/Co (5 A˚)/Pt layers, the
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coercivity was reduced in a controlled way by adjusting
the irradiation ﬂuence, preserving the squareness of hys-
teresis loops. It has been also shown that planar patterned
magnetic nanostructures can be realized through nanoli-
tographically made masks [10,11]. This has opened new
perspectives in the production of patterned recording me-
dia, where surface planarity is crucial. In this context, we
have investigated the evolution, upon low energy N+ ir-
radiation, of structural and magnetic properties of Co/Pd
multilayers, deposited on ultra-ﬂat large (2.5 in) glass sub-
strates by a special hard disk industrial manufacturing
system.
2 Experimental
[Co/Pd]n multilayers were produced in a special hard
disk commercial system (Unaxis, M12 Circulus) capa-
ble to fullﬁll actual hard disk production requirements
(1000 disks/h; deposition time for the multilayer stack
not exceeding 2.8 s). The system has ten individual
double-sided process modules, a single module consist-
ing of a deposition source with 3 concentric sputter tar-
gets (TriatronTM, Unaxis [6]; Kr sputtering pressure set at
37× 10−6 bar (28 mTorr) ). All changes of layer material,
composition or thickness can be done by electrical switch-
ing only, providing the fast multilayer deposition: this led
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to reproducible conditions for fast (30 layers in less than
3 s) fabrication of high quality Co/Pd multilayers.
Amorphous Ti (20 nm thickness) and Pd (12 nm) seed
layers, were pre-deposited on 2.5 in hard-disk HOYA glass
substrates. The sublayer thickness of Co (Pd) was set at
0.2 (0.9) nm, with a number of 15 bilayers; the multilayer
was covered by a 5 nm protective overcoat of diamond-like
carbon.
The structure was studied by X-ray diﬀraction (XRD)
and TEM. XRD was used to measure the lattice parame-
ters; glancing incidence X-ray reﬂectometry (XRR) was
used to measure the ﬁlms thickness and to check pos-
sible variation upon implantation, using a PHILIPS X-
PERT four-circle diﬀractometer. TEM investigation was
performed in order to study the eﬀect of microstructural
characteristics on the magnetic properties. Selected area
electron diﬀraction (SAD) was also used to gain infor-
mation on crystallographic parameters and orientations
of speciﬁc regions of the samples investigated. SAD is
currently used to identify phases and grain textures in
recording media. The experimental diﬀraction patterns
were taken in ||-view at 0◦ tilting angle, at a camera
length of 30 cm. Various SAD patterns were also taken
at diﬀerent tilting angles up to 50◦ to search for textured
grains. 14N+ ions implantation was carried out in an Eaton
NV4206 equipment, with doses ranging from 1014 up to
2× 1016 ions/cm2 and ions energy set at 20–30 keV. The
highest values were chosen so that the maximum damage
is produced in the Co/Pd multilayers, according to com-
puter simulation using the SRIM code [12] which uses the
real stopping power of the diﬀerent layers.
For Co/Pd multilayers, 14N+ implantation behaves in
the same way of a non reactive gas such as He [13], since
no chemical bonding N-Co or N-Pd occurs and the unique
eﬀect of implantation is the induction of microstructural
changes at Co/Pd interfaces. This is diﬀerent for the case
of Fe based ﬁlms or multilayers were a chemical bonding
Fe-N is detected [14].
Hysteresis loops were measured at room temperature
by a home-made magneto-optical Kerr and commercial
AGFM and vectorial VSM magnetometers.
3 Results and discussion
3.1 Microstructural and morphological properties
The SAD patterns were found to ﬁt very well with the
simulated CoPd fcc arc patterns. The lattice parameter
of CoPd varies with the Pd concentration (Co1−xPdx,
x = 0–1, a = 0.354–0.389 nm). For calculations, the lat-
tice parameter has been linearly interpolated. Figure 1
shows a typical SAD diﬀraction pattern taken in plane
view (left panel), with measured and calculated diﬀrac-
tion patterns (right panel), showing the matching between
ring radius and intensity of CoPd fcc (disordered) struc-
ture phase; the (hkl)-values are listed in Table 1. Tex-
turing, as signaled by arcs instead of closed rings at high
tilting angles in SAD patterns have not been found in all
investigated samples. The presence of CoPd alloy was also
Table 1. list of (hkl)-values of the ﬁrst ten radii [mm] of CoPd
fcc with d(hkl)-values [nm] and intensities (max vale: 1000),
respectively.
dhkl Radius
Nr. h k l [nm] [mm] Intensity
1 1 1 1 0.2200 11.4 1000
2 0 0 2 0.1905 13.2 491
3 2 0 2 0.1347 18.6 320
4 1 1 3 1.1149 21.8 360
5 2 2 2 0.1100 22.8 102
6 0 0 4 0.0952 26.4 43
7 3 1 3 0.0874 28.7 118
8 2 0 4 0.0852 29.5 105
9 2 2 4 0.0778 32.3 69
10 3 3 3 0.0733 34.2 17
Fig. 1. Upper panel: typical SAD pattern (positive); lower
panel: comparison between calculated and measured radii and
intensities.
conﬁrmed by XRD, where the (111) diﬀraction peak was
identiﬁed.
In general, the magnetic decoupling of the grains
strongly depends on the preparation conditions of the
ﬁlms, such as type and pressure of sputter gas. For in-
stance, high Ar gas pressure has been reported to cause a
large increase of Hc in [Co/Pd]n multilayers [15]. In our
case, TEM investigations showed columnar grains (size ≈
10 nm) surrounded by voids (Fig. 2). The roughness of
the layers was found to increase layer by layer along the
normal to the surface. Figure 2, left panel: such roughness
leads to groove formation caused by shadowing eﬀect [16]
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Fig. 2. TEM bright ﬁeld micrographs: upper panel: cross sec-
tional view; lower panel: plane view of the columnar growth
showing voids formation.
(occurred at high gas pressure) which, in turn, leads to
groove and void formation around magnetic grains, i.e. to
a loss in ﬁlm density. The presence of intercolumnar voids
(Fig. 2, right panel) can thus lead to magnetic exchange
decoupling (at least for the in plane direction).
Typical XRR spectra are shown in Figure 3 for the as
deposited and irradiated multilayers: they show fringes
at angular position in close agreement with the total
metallic thickness of the ﬁlm. The fringe frequency does
not decrease on increasing the implantation dose until
1015 ions/cm2, indicating that the implantation has a low
eﬀect on the total thickness of the samples. In other words,
there are no sputtering eﬀects for the doses and energies
employed in this study and, hence, the total thickness of
the ﬁlm is unchanged after implantation for doses as high
as 1015 ions/cm2.
3.2 Magneto-optical properties and study
of the magnetization processes
Magnetization measurements, performed on as prepared
Co/Pd multilayers, applying the ﬁeld perpendicular to
the ﬁlm plane, show a square hysteresis loop (Fig. 4, top
panel) with perpendicular easy axis of the magnetization
(along the normal to the ﬁlm substrate), with coercivity
Fig. 3. Glancing angle X-ray diﬀraction of the as de-
posited (solid line) and irradiated multilayers: 1014 ions/cm2
(open blue symbols); 1015 ions/cm2(dash-dot red line);
2× 1016 ions/cm2 (line with closed symbols).
Hc = 5430 Oe, an anisotropy ﬁeld of 13 kOe (estimated
from the hard axis magnetization loop, not shown) and
negative nucleation ﬁeld. The coercive ﬁeld is within the
values reported in the literature [17–19] where the spread
of values is associated to the high sensitivity of the coer-
civity to process conditions such as sputter gas pressure,
type and thickness of seed layer, Co and Pd sublayer thick-
ness. Such a large interface anisotropy, overcoming the
macroscopic shape anisotropy, is expected for a so small
thickness (2 A˚) the Co layers. The perfectly square hys-
teresis loop, with a negative nucleation ﬁeld HN almost
equal to the Hc, would suggest that the reversal is gov-
erned by nucleation of a reversed region, with the weak-
est anisotropy, followed by rapid wall motion, However,
the angular dependence of the zero remanence coerciv-
ity (i.e. remanent magnetization measured after satura-
tion and application of a reverse magnetic ﬁeld, Fig. 5)
show a Stoner-Wolfarth like behavior, expected for coher-
ent magnetization reversal. This can be the case if the
nucleation ﬁeld (which actually determines the observed
angular dependence) is much larger than the wall prop-
agation ﬁeld. Moreover, the high value of the steepness
at the coercivity (α = 4π(dM/dH) = 8 G/Oe) [20] also
indicates a collective reversal of magnetization due to the
large intracolumnar exchange coupling and magnetic po-
larization of Pd regions induced by adjacent Co sublay-
ers [21] (the ideal value of α for a loop shearing due to
shape demagnetizing ﬁeld is 1G/Oe). This is expected as
the grain size is of the order of the Co-Pd exchange length
(i.e. 17–24 nm [22]).
Upon irradiating with 14N+ ions at diﬀerent energies
(20–30 keV) and doses (1014–1015 ions/cm2), both the co-
ercive and nucleation ﬁelds were found to change with re-
spect to the as deposited multilayer. Up to an irradiation
level of 1015 ions/cm2 (Fig. 4 middle panel) Hc reduces
down to 307 Oe whereas the perpendicular easy axis is pre-
served (the remanent ratio (Mr/Ms) ≈ 1). The decrease of
Hc is determined by microstructural changes (e.g. change
of short range order around interface Co atoms, possible
Co-Pd intermixing or/and partial Co-Pd alloying, stress
relaxation at the interface and interface roughing) induced
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Fig. 4. Magnetization as function of external magnetic ﬁeld
(applied along the normal to the ﬁlm substrate) for multilay-
ers as deposited (top panel); irradiated at diﬀerent ion doses
and ﬁxed energy (30 keV): 1015 (middle); 2×1016 ions/cm2
(bottom).
Fig. 5. Zero remanence coercivity as a function of the angle
between applied ﬁeld and ﬁlm surface.
by the irradiation. This should result in a reduction of de-
fects actually pinning the domain walls.
At the highest dose (1016 ion/cm2, Fig. 4, bottom
panel), the coercivity vanishes and the perpendicular
anisotropy is suppressed, the easy axis moving from the
out of plane to the in plane ﬁlm direction. At larger
doses the multilayer becomes even paramagnetic. More-
over, magnetization vs. ﬁeld measurements (not shown)
reveal a full paramagnetic behavior above 450 K, to be
compared to the Curie temperature Tc = 570 K of the
unirradiated CoPd multiplayer [23]. A signiﬁcative de-
crease of Curie temperature is an eﬀect concomitant to
the decrease of coercive ﬁeld, as reported in the liter-
Fig. 6. Room temperature Polar Kerr spectra of unirra-
diated (closed circles) and irradiated (1015: open squares;
2× 1016 ions/cm2: closed triangles) multilayers.
ature [24]. The reduction of anisotropy induced by im-
plantation makes thermal ﬂuctuations more eﬀective in
destabilizing the long range ferromagnetic order: such a
picture of a destabilized ferromagnetic LRO via a reduc-
tion of anisotropy is further supported by the room tem-
perature Polar Kerr Spectra (Fig. 6), showing a drastic
reduction of the Kerr rotation amplitude (which is pro-
portional to Ms) in the sample irradiated at the highest
dose (2×1016 ion/cm2).
Magnetization reversal processes and their dependence
on the N+ irradiation were further investigated by isother-
mal remanent magnetization (IRM) and remanence mag-
netization after demagnetization (DCD) measurements.
The IRM curve, measured starting from the demagnetized
state, applying a ﬁeld and then measuring the remanence,
charts the progress of the net remanent magnetization
free of nucleation eﬀects as the measurement start from
a macroscopic zero magnetization state. The DCD rema-
nence curve is measured by ﬁrst saturating the sample
in a positive applied ﬁeld, applying a given reverse ﬁeld
and then measuring the magnetic moment at zero applied
ﬁeld. DCD remanence curves detect nucleation eﬀects as
the measurement starts from the saturated state. Diﬀer-
entiating the normalized remanence curves with respect to
the applied ﬁeld gives the irreversible susceptibility χirr
which maps the energy barrier distribution for the process
measured by the curve. Thus diﬀerentiating the IRM re-
manence curve gives the domain wall pinning energy bar-
rier distribution whilst diﬀerentiating the DCD remanence
curves leads, in the ideal case, to the domain nucleation
energy barrier distribution, or more often, to a convolution
of the domain nucleation and domain wall pinning energy
barrier distributions. The irreversible susceptibility, χirr,
is reported in Figure 7: the maxima are at ﬁelds corre-
sponding to the center of the distribution of the switching
ﬁelds. For the unirradiated multilayer, χirr shows a single
peak at 5500 Oe (Fig. 7, top panel), irrespective of the
initial state of the system (virgin or saturated for IRM
and DCD measurements, respectively); for a dose of 1015
ions/cm2 (Fig. 7, bottom panel), χirr from DCD has peaks
in the low ﬁeld region, H1 = 120 Oe and H2 = 750 Oe,
overlapping that from IRM which displays a single peak at
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Fig. 7. Irreversible susceptibility for the unirradiated (top
panel) (solid line: from IRM; dotted line and closed sym-
bols: from DCD) and irradiated (dose of 1015 ions/cm2) sam-
ples: (bottom panel; solid line: from IRM; open symbols: from
DCD).
Fig. 8. δM plots for unirradiated (top panel) and irradiated
(1015 ions/cm2; bottom panel) multilayers.
H2. Such shift of the switching ﬁeld distribution to lower
ﬁelds provides a further clear evidence of the reduction of
anisotropy after N+ irradiation.
IRM and DCD remanence curves can be combined
to yield the so called modiﬁed Henkel plots [25] (δM),
reported in Figure 8 for as deposited and irradiated multi-
layers. Positive δM(H) plots indicate that the interactions
encourage the magnetized state, as in exchange coupled
granular systems; negative δM(H) plots are exhibited by
materials such as ﬁne particle systems and particulate
recording media, where the coupling is dipolar in nature.
Two maxima (positive and negative) are observed for
the as deposited multilayer, indicating the coexistence
of both exchange (intra-columnar) and dipolar (inter-
columnar) type interactions, respectively: the positive
peak has a larger amplitude than the negative one, in-
dicating the predominance of exchange interactions. After
an irradiation at 1015 ions/cm2, only one negative peak
is observed, shifted to lower ﬁelds value: this indicates
a strong a strong weakening of intra-columnar exchange
interactions with irradiation, well coherent with the de-
crease of anisotropy, as both rely to the interface qual-
ity microstructure, which is degradated by the irradia-
tion. Coherently, the granular character of the multilayer
is strongly enhanced, as shown by the increase of ampli-
tude of the negative peak.
4 Summary and conclusions
We have investigated the eﬀect of irradiation with 14N
ions of controlled energy and dose on the microstructural
and magnetic properties of Co/Pd multilayers produced
by a special hard disk industrial manufacturing system.
The results indicate that irradiation induces a decrease
of coercivity likely associated to a reduction of defects ac-
tually pinning the domain walls. The perpendicular easy
magnetization axis is preserved for an irradiation energy of
30 keV and dose of 1015 ions/cm2. The decrease of coerciv-
ity is accompanied by a decrease of Curie temperature and
an increase of the granular character of the multilayers. Ir-
radiation does not induce signiﬁcant modiﬁcation of the
ﬁlm thickness and surface roughness. Such results indicate
that the low energy irradiation through nanosized masks
could be used to produce a regular magnetic contrast, i.e.
an array of paramagnetic and hard regions, without af-
fecting the ﬁlm planarity. This approach could represent
a promising eﬃcient, rapid and low cost nanopatterning
method for developing patterned recording media.
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